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Light guide scanned with 0.47mm fiber (420nm LED light)  1mm above surface.
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Uniformity scan of injection molded light guide
Read out with 4 sipms / rtv coupling
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Light guide scanned with 0.47mm fiber (420nm LED light)  1mm above surface.
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SBU machined acrylic

BNL cast resin - minimum polish

Machined acrylic - 50mm 

injection molded 



Preparing fibers /screens assembly
To cast a 2x2 block in water soluble mold

(fibers cut from spool)  



Longer (2”)  light guide drawings 


